MICKING

TEXHUYECKOE ONMUCAHUE CMA3OYHbIX MATEPUAIIOB

Xupkoctb gna AKIIM Micking ATF SP-IlI

O6nacTtb npuMeHeHUA

CuHTEeTNYECKas XUOKOCTb ANs aBTOMaTMYeCKMX TPaHCMMUCCUM,
creumansHo paspabotaHa ans astomobunen HYUNDAI n KIA.
MpoayKkT co3daH Ha OCHOBE BbICOKOKAYeCTBEHHOrO 6a30BOro
macra B COMETaHWN C YHUKarbHbIM NakeToM MpucagoK, COOTBeT-
CcTBYyeT OopuUrnHaribHomMy Oonycky aBTonpoun3soguTens
HYUNDAI/KIA SP-III.

OCHOBHbIe 3KCcnnyaTaunoHHble
XapaKTepUCTUKU

OCHOBHbIe (PU3NKO-XMMMUYeCKue
nokasatenu

MnoTtHocTb npu 15°C, g/mi
0.8492 ASTM D4052 KS M ISO 12185

Touka Bcnbiwkn COC, °C
210 ASTM D92 KS M ISO 2592

KnHematuueckas BsA3kocTb npu 40°C, mm?/s
37.48 ASTM D445 KS M ISO 3104

KnHematuyeckas Baskoctb npu 100°C, mm?/s
7.046 ASTM D445 KS M ISO 3104

UHpeKkc BA3KOCTHU
153 ASTM D2270 KS M ISO 2909

ObecneyvBaeT ONTUManbHY TEKY4ECTb B LUMPOKOM [uanasoHe
TeMnepaTypHbIX W 3KCNMyaTauMoOHHbIX YCMoBWI, cnocobcTByeT
GecLyMHOMY W NMaBHOMY MEPEKIIIOYEHUI0 nepeday BO BpeMms
3anycka, No3Borsis CHA3WUTb pacxoj TonmvBea.

CooTBeTCTBYET TPEOOBaHMAM
aBTonpousBoauTenen

HYUNDAI/KIA SP-l1I

Buabi ¢pacoBku

Touka noTepu Teky4ecTu, °C
-45 ASTM D97 KS M 2016

Liset ASTM
RED (KpacHbin) ASTM D1500 KS M 2016

PacwwupeHHas rapaHTua

o bouka 200n (apT. M4165)
e Begpo 20n (apt. M4163)
® 6 6aHOK No 41 B kApTOHHOW KOpobke (apT. M4162)

e 12 GaHOK No 11 B KapTOHHOW kopobke (apT. M4161)

OT npoussoauTena

ENEOS

MCM FPYMN (MM Tywrycos [l.T.)
BKCKANIOIMBHBIA AHCTPHELIOTOR

YMCM| 30 sz

rePynnine T MCMAUTO.RU

D ficiancon

Michang Oil Ind. Co., Ltd rapaHTupyeT, 4TO cMa304Hble MaTe-
puansl MICKING MOMHOCTbIO COOTBETCTBYIOT MUCbMEHHbLIM Crie-
umMdukaumam 1 3asBNeHHbIM 3KCnyaTauMoHHbIM CBOMCTBaM, Kak
yKa3aHO Ha OpUWrMHarbHbIX YNakoBKaX, 3TUKETKax MpodyKTOB,
dVPMeHHbIX KaTanorax u bykneTax.

& YBepeHHOCTb B MOANMHHOCTU NPOAYKTa,

& be3onacHas akcnnyarauus,

& KnneHToOpreHTNpoBaHHbIe
06s13aTENLCTBA NPOU3BOAUTENS.

Pernctpauus B nporpamme
PaclumpeHHow rapaHTum
MICKING —mcmauto.ru




